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MiyoNAT VAA
COSMOS Approved Amino Acid Treated Pigments
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SO W/O Foundation Stick Foundation STK-A009

Trade Name INCI Name Supplier  %

1. Heat Phase A to 85°C
2. Grind Phase B using a three-rolls mill.
3. Add Phase B to Phase A under stirring (Turbotest VMI, propeller disperser).
4. Add Phase C to Phase AB under stirring (Turbotest VMI, propeller 

disperser). 
5. Add Phase D just before pouring into the mold.
6. Pour into container at 63-65°C. Wait 30 minutes, then put into the freezer 

for 60 minutes. 

Procedure: 

Procedure: 

1. Add Phase A2 to Phase A1 using Turbotest VMI during 10 minutes. Heat at 70°C.
2. Grind Phase B1 using an Ultra-Turrax at high speed.
3. Add Phase B2 to Phase B1 and heat at 70°C.
4. Heat Phase B3 under stirring at 70°C to dissolve Rheopearl KL2.
5. Homogenize Phase B1, B2, B3.
6. Add Phase A to Phase B under stirring (Turbotest VMI,propeller disperser), 3 

minutes, maximum speed. 
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Long Lasting Hydrophobicity Natural Origin
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MiyoNAT VAA-Red Iron Oxide (and) Sodium Myristoyl 
Glutamate (and) Aluminum Hydroxide 

Miyoshi Europe 0,33

MiyoNAT VAA-Black Iron Oxide (and) Sodium Myristoyl 
Glutamate (and) Aluminum Hydroxide

Miyoshi Europe 0,125
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MiyoNAT VAA-White Titanium Dioxide (and) Sodium Myristoyl 
Glutamate (and) Aluminum Hydroxide 

Miyoshi Europe 12,80

MiyoNAT VAA-Yellow Iron Oxide (and) Sodium Myristoyl 
Glutamate (and) Aluminum Hydroxide

Miyoshi Europe 1,75
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Rheopearl KL2 Dextrin Palmitate Chiba / 
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Cera Alba
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Cire de Candelilla
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Titanium Dioxide (and) Sodium Myristoyl
Glutamate (and) Aluminum Hydroxide

C15-19 Alkane
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Miyoshi is providing the suggestions and information on the use of the products supplied by Miyoshi in cosmetic-related applications (collectively, the ‘information’) in this information sheets on an AS-IS basis. Miyoshi hereby disclaims any liability arising under intellectual property law (including patent law), product liability law, or 
any claim for breach of warranty. It is the sole responsibility of any user of the products supplied by Miyoshi or the Information to determine that the product supplied by Miyoshi and the Information are being used safely and in accordance with applicable law. 


