
Miyoshi is providing the suggestions and informat ion on the use of the products supplied by Miyoshi in cosmetic-related applicat ions (collectively, the ‘information’) in this information sheets on an AS-IS basis. Miyoshi hereby disclaims any liability arising under intellectual property law (including 
patent law), product liabilit y law, or any claim for breach of warranty. It is the sole responsibil ity of any user of the products supplied by Miyoshi or the Information to determine that the product supplied by Miyoshi and the Information are being used safely and in accordance with  applicable law.  

                    

MIYOSHI  AMERICA, Inc. 
110 Louisa Viens Dr., PO Box 859,

Dayville CT 06241, USA 
Phone: +1 860-779-3990  

www.miyoshiamerica.com

MIYOSHI  KASEI, Inc. 
4-3-14 Ichigaya Grassgate-5F Kudankita,

Chiyoda-ku, Tokyo, 102-0073, JAPAN 
Phone: +81-(0)3-62656757 

www.miyoshikasei.com

MIYOSHI  EUROPE, S.A.S. 
5 Rue Paul Rieupeyroux, 

69800 Saint-Priest , FRANCE
Phone: +33 (0)4 81 18 59 30

www.miyoshieurope.com

MIYOSHI  SUZHOU, Inc. 
 No,26 SUB-Industrial Zone, No.666 Jianlin Road, 

Suzhou City, Jiangsu, CHINA 215151
Phone: +86-512-666-59282  

www.miyoshikasei.com

MiyoNAT VLS
COSMOS Approved Lecithin Treated Pigments

COSMOS Approved

Non-GMO
Soft, Creamy Texture
Excellent Stability in Emulsions

SENSORIAL ANALYSIS

MiyoNAT VLS-LEAFLET-20211101-Rev.1-E 

GENERAL INFORMATION

MiyoNAT VLS is a naturally derived (sun�ower origin) lecithin treatment that displays good compatibility with the skin 
and provides a desirable, soft and creamy texture with good spreadablity in cosmetic formulations.  

INCI Name: Hydrogenated Lecithin

HISTORY OF LECITHIN TREATMENTS AT MIYOSHI

PIGMENTS

Product Name Base Material Pigment 
Surface Treatment

Hydrogenated Lecithin Magnesium Chloride

MiyoNAT VLS-Black-1

MiyoNAT VLS-Red-2

MiyoNAT VLS-Yellow-1

Black Iron Oxide

Red Iron Oxide

Yellow Iron Oxide

98.4% 

98.4%

98.4%

1.5% 

1.5% 

1.5% 

MiyoNAT VLS-White A2 Titanium Dioxide 98.4%

0.1% 

0.1%

0.1%

1.5% 0.1%

PRODUCT LINEUP 
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Makeup Performances
Amino Acid MiyoNAT VLS

MiyoNAT VLS is compared to an amino acid surface treatment
in a blind sensory evaluation test. The result of testing shows that
MiyoNAT VLS treated pigments and minerals/�llers have a greater
slippery, silky texture with increased skin adhesion.   
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4THLI/LT Treatment
• INCI: Hydrogenated Lecithin
• Egg Yolk Derived

VLI Treatment
• INCI: Trimyristin (and) Hydrogenated Lecithin
• Soy Derived

Miyo NAT VLN
• INCI: Hydrogenated Lecithin
• Soy Derived

Miyo NAT VLS
• INCI: Hydrogenated Lecithin
• Sun�ower Derived
• Natural, COSMOS Approved

Natural, Sun�ower Origin


